Attention: To check the authenticity of testing /inspection report & certificate, please contact us at telephone: (86-755)83071443, or email: CN.Doccheck@sgs.com

Reference No. VoC-RoHS: CN/17/00088/\VoC

Internal ref.. TP17-006553-TJ

Date: 2017-09-04

VERIFICATION OF CONFORMITY for RoHS Directive (2011/65/EU)

Product
Tested on request of

Name and address of the manufacturer

Name and address of the factory
Rating and principal characteristics
Trade mark (if any)
Typelidentification

Conclusion

Sufficient samples of the
product/component/material have
been analysed according to the
following scope:

As shown in the report (reference No.)

DE LiDAR
BENEWAKE(BEIJING) CO.,LTD

BENEWAKE(BEIJING) CO.,LTD

10TH FLOOR, BLOCK A, KESHI BUILDING, XINXI ROAD NO.28,
HAIDIAN DISTRICT, BEIJING CHINA

Same as above
NA

NA

TFmini

The reviewed sample made available complies with the limits of Pb,
Hg, Cd, Cr (VI), PBB, PBDE as set by RoHS Directive
(EU)2015/863 amending Annex Il to Directive 2011/65/EU

Pb, Hg, Cd, Cr (VI), PBB, PBDE according to standard IEC 62321-
1: 2013, IEC 62321-2: 2013, IEC 62321-3-1. 2013, IEC 62321-4:
2013, IEC 62321-5. 2013, IEC 62321-6: 2015, IEC 62321-7-1:
2015, IEC 62321-7-2: 2017, ISO 17075-1:2017

TSNEC1701545101

This Verification of Conformity is based on analysis of the product, component or material and verifying the documentation being in accordance
with the provisions of the Directive 2011/65/EU on the restriction of the use of certain hazardous substances in electrical and electronic
equipment. It does not imply an assessment of the production. No amounts above the limits of these substances have been detected or if so
specific exemptions are applicable. This result relates only to the item(s) tested. Other CE marking directives may apply but have not been

considered during the RoHS assessment.

This Verification of Conformity does not give the right to use any SGS mark on products, components or materials, their packaging or any

marketing material or activities.

The CE mark as shown below can be used under the responsibility of the relevant finished-product manufacturer, after completion of an EU
Declaration of Conformity and compliances with all relevant EU Directives.
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Unless otherwise agreed in writing, this document is issued by the Company subject to its General Conditions of Service printed
overleaf, available on request or accessible at http://www.sgs.com/en/Terms-and-Conditions.aspx and, for electronic format documents,
subject to Terms and Conditions for Electronic Documents at http://www.sgs.com/en/Terms-and-Conditions/Terms-e-Document.aspx.
Attention is drawn to the limitation of liability, indemnification and jurisdiction issues defined therein. Any holder of this document is
advised that information contained hereon reflects the Company’s findings at the time of its intervention only and within the limits of
Client’s instructions, if any. The Company’s sole responsibility is to its Client and this document does not exonerate parties to a
transaction from exercising all their rights and obligations under the transaction documents. This document cannot be reproduced
except in full, without prior written approval of the Company. Any unauthorized alteration, forgery or falsification of the content or
appearance of this document is unlawful and offenders may be prosecuted to the fullest extent of the law. Unless otherwise stated the
results shown in this test report refer only to the sample(s) tested .
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